
Transmission

Step 1 2 1 Step 1 0.83 43 Step 1 0.67 # 10 250 13 20 CO 6.3

 Step 2 4 1 Step 2 0.68 79 Step 2 0.45 # 20 CO 13 IR

 Step 3 6 Step 3 0.56 109 Step 3 0.30 # 13 IR 6.3 100

 Step 4 8 2 Step 4 0.46 134 Step 4 0.20 # 6.3 100 s 10 250

 Step 5 10 Step 5 0.38 154 Step 5 0.14 # Ir-192

 Step 6 12 Step 6 0.32 171 Step 6 0.09 # Co-60 Lead

200Kv Mild Steel

100kV Concrete

3.33 1.73

# 0.32 2.62 1 0

2.80 1.19

# 0.09 7.27 1 0
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100kV Mild Steel

Comparative

Contrast

1.29 1.19
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Contrast and Latitude Comparisons

Ir-192 Mild Steel

1.91 1.73

Source 1 Source 2 Thickness (mm)

3.33 2.14

2.80 2.11 1.70 1.45
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HVL (mm) HVL (mm)

Ir-192 100kV

Mild SteelMild Steel

13 6.3

Source 1

Source 2

2.82 2.44
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